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Division 03

Section: 03 05 53 – Concrete Admixtures

Specification Language

Shrinkage-Reducing Admixture: (ASTM C 494/C 494M / AASHTO M 194 M/M 194: Type S)
Shall meet the requirements of ASTM C 494 / AASHTO M 194: Type S: [MasterLife SRA 035 and MasterLife CRA 007] by BASF Corporation 
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